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Certificate of Analysis

Method FA/Grav FA/AA
Analyte Au Au

Units ppm ppm
Sample # Sample Type Reference Job #
1709701 Drill Core B21C-005 487AL21 0.398
1709702 Drill Core B21C-005 487AL21 0.713
1709703 Drill Core B21C-005 487AL21 1.244
1709704 Drill Core B21C-005 487AL21 0.399
1709705 Drill Core B21C-005 487AL21 18.369
1709706 Drill Core B21C-005 487AL21 30.216
1709707 Drill Core B21C-005 487AL21 1.293
1709708 Drill Core B21C-005 487AL21 0.595
1709709 Drill Core B21C-005 487AL21 0.559
1709710 Pulp B21C-005 487AL21 0.325
1709711 Drill Core B21C-005 487AL21 0.860
1709712 Drill Core B21C-005 487AL21 3.308
1709713 Drill Core B21C-005 487AL21 1.157
1709714 Drill Core B21C-005 487AL21 0.832
1709715 Drill Core B21C-005 487AL21 1.072
1709716 Drill Core B21C-005 487AL21 1.623
1709717 Drill Core B21C-005 487AL21 0.859
1709718 Drill Core B21C-005 487AL21 0.818
1709719 Drill Core B21C-005 487AL21 1.808
1709720 Pulp B21C-005 487AL21 <0.025
1709721 Drill Core B21C-005 487AL21 1.318
1709722 Drill Core B21C-005 487AL21 1.740
1709723 Drill Core B21C-005 487AL21 3.023
1709724 Drill Core B21C-005 487AL21 1.492
1709725 Drill Core B21C-005 487AL21 0.370
1709726 Drill Core B21C-005 487AL21 0.662
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Certificate of Analysis

Method FA/Grav AA
Analyte Au Au

Units ppm ppm
Sample # Sample Type Reference Job #
1709727 Drill Core B21C-005 487AL21 0.831
1709728 Drill Core B21C-005 487AL21 0.678
1709729 Drill Core B21C-005 487AL21 0.847
1709730 Drill Core B21C-005 487AL21 1.975
1709731 Drill Core B21C-005 487AL21 2.774
1709732 Drill Core B21C-005 487AL21 0.600
1709733 Drill Core B21C-005 487AL21 0.629
1709734 Drill Core B21C-005 487AL21 0.425
1709735 Drill Core B21C-005 487AL21 0.613
1709736 Drill Core B21C-005 487AL21 1.701
1709737 Drill Core B21C-005 487AL21 1.167
1709738 Drill Core B21C-005 487AL21 0.638
1709739 Drill Core B21C-005 487AL21 0.676
1709740 Pulp B21C-005 487AL21 2.023
1709741 Drill Core B21C-005 487AL21 0.728
1709742 Drill Core B21C-005 487AL21 0.400
1709743 Drill Core B21C-005 487AL21 0.446
1709744 Drill Core B21C-005 487AL21 0.395
1709745 Drill Core B21C-005 487AL21 0.210
1709746 Drill Core B21C-005 487AL21 0.760
1709747 Drill Core B21C-005 487AL21 1.730
1709748 Drill Core B21C-005 487AL21 0.553
1709749 Drill Core B21C-005 487AL21 0.729
1709750 Pulp B21C-005 487AL21 <0.025
1709751 Drill Core B21C-005 487AL21 1.057
1709752 Drill Core B21C-005 487AL21 0.782
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Certificate of Analysis

Method FA/Grav AA
Analyte Au Au

Units ppm ppm
Sample # Sample Type Reference Job #
1709753 Drill Core B21C-005 487AL21 1.226
1709754 Drill Core B21C-005 487AL21 0.826
1709755 Drill Core B21C-005 487AL21 6.514
1709756 Drill Core B21C-005 487AL21 1.034
1709757 Drill Core B21C-005 487AL21 1.051
1709758 Drill Core B21C-005 487AL21 3.181
1709759 Drill Core B21C-005 487AL21 1.075
1709760 Drill Core B21C-005 487AL21 1.373
1709761 Drill Core B21C-005 487AL21 1.386
1709762 Drill Core B21C-005 487AL21 0.078
1709763 Drill Core B21C-005 487AL21 0.711
1709764 Drill Core B21C-005 487AL21 0.168
1709765 Drill Core B21C-005 487AL21 0.724
1709766 Drill Core B21C-005 487AL21 0.957
1709767 Drill Core B21C-005 487AL21 0.132
1709768 Drill Core B21C-005 487AL21 0.155
1709769 Drill Core B21C-005 487AL21 0.198
1709770 Pulp B21C-005 487AL21 0.713
1709771 Drill Core B21C-005 487AL21 0.247
1709772 Drill Core B21C-005 487AL21 0.860
1709773 Drill Core B21C-005 487AL21 0.352
1709774 Drill Core B21C-005 487AL21 1.630
1709775 Drill Core B21C-005 487AL21 0.448
1709776 Drill Core B21C-005 487AL21 0.803
1709777 Drill Core B21C-005 487AL21 0.613
1709778 Drill Core B21C-005 487AL21 0.508
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Certificate of Analysis

Method FA/Grav AA
Analyte Au Au

Units ppm ppm
Sample # Sample Type Reference Job #
1709779 Drill Core B21C-005 487AL21 0.624
1709780 Pulp B21C-005 487AL21 <0.025
1709781 Drill Core B21C-005 487AL21 0.286
1709782 Drill Core B21C-005 487AL21 0.183
1709783 Drill Core B21C-005 487AL21 0.242
1709784 Drill Core B21C-005 487AL21 0.514
1709785 Drill Core B21C-005 487AL21 0.494
1709786 Drill Core B21C-005 487AL21 1.340
1709787 Drill Core B21C-005 487AL21 2.049
1709788 Drill Core B21C-005 487AL21 1.098
1709789 Drill Core B21C-005 487AL21 0.664
1709790 Drill Core B21C-005 487AL21 0.896
1709791 Drill Core B21C-005 487AL21 0.510
1709792 Drill Core B21C-005 487AL21 0.651
1709793 Drill Core B21C-005 487AL21 1.339
1709794 Drill Core B21C-005 487AL21 0.484
1709795 Drill Core B21C-005 487AL21 0.720
1709796 Drill Core B21C-005 487AL21 0.503
1709797 Drill Core B21C-005 487AL21 0.771
1709798 Drill Core B21C-005 487AL21 0.573
1709799 Drill Core B21C-005 487AL21 0.666
1709800 Pulp B21C-005 487AL21 2.212
1709801 Drill Core B21C-005 487AL21 0.815
1709802 Drill Core B21C-005 487AL21 0.468
1709803 Drill Core B21C-005 487AL21 0.551
1709804 Drill Core B21C-005 487AL21 0.879
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Certificate of Analysis

Method FA/Grav AA
Analyte Au Au

Units ppm ppm
Sample # Sample Type Reference Job #
1709805 Drill Core B21C-005 487AL21 2.090
1709806 Drill Core B21C-005 487AL21 0.773
1709807 Drill Core B21C-005 487AL21 0.829
1709808 Drill Core B21C-005 487AL21 1.189
1709809 Drill Core B21C-005 487AL21 0.618
1709810 Pulp B21C-005 487AL21 0.036
1709811 Drill Core B21C-005 487AL21 0.447
1709812 Drill Core B21C-005 487AL21 0.790
1709813 Drill Core B21C-005 487AL21 0.441
1709814 Drill Core B21C-005 487AL21 0.329
1709815 Drill Core B21C-005 487AL21 0.494
1709816 Drill Core B21C-005 487AL21 0.673
1709817 Drill Core B21C-005 487AL21 1.231
1709818 Drill Core B21C-005 487AL21 0.634
1709819 Drill Core B21C-005 487AL21 1.002
1709820 Drill Core B21C-005 487AL21 1.078
1709821 Drill Core B21C-005 487AL21 0.820
1709822 Drill Core B21C-005 487AL21 0.286
1709823 Drill Core B21C-005 487AL21 0.266
1709824 Drill Core B21C-005 487AL21 0.430
1709825 Drill Core B21C-005 487AL21 0.270
1709826 Drill Core B21C-005 487AL21 0.264
1709827 Drill Core B21C-005 487AL21 0.291
1709828 Drill Core B21C-005 487AL21 0.195
1709829 Drill Core B21C-005 487AL21 0.349
1709830 Pulp B21C-005 487AL21 1.046
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Certificate of Analysis

Method FA/Grav AA
Analyte Au Au

Units ppm ppm
Sample # Sample Type Reference Job #
1709831 Drill Core B21C-005 487AL21 0.487
1709832 Drill Core B21C-005 487AL21 0.931
1709833 Drill Core B21C-005 487AL21 0.097
1709834 Drill Core B21C-005 487AL21 0.380
1709835 Drill Core B21C-005 487AL21 0.207
1709836 Drill Core B21C-005 487AL21 0.879
1709837 Drill Core B21C-005 487AL21 0.542
1709838 Drill Core B21C-005 487AL21 2.167
1709839 Drill Core B21C-005 487AL21 0.246
1709840 Pulp B21C-005 487AL21 <0.025
1709841 Drill Core B21C-005 487AL21 0.193
1709842 Drill Core B21C-005 487AL21 0.109
1709843 Drill Core B21C-005 487AL21 0.081
1709844 Drill Core B21C-005 487AL21 0.053
1709845 Drill Core B21C-005 487AL21 0.083
1709846 Drill Core B21C-005 487AL21 0.249
1709847 Drill Core B21C-005 487AL21 0.048
1709848 Drill Core B21C-005 487AL21 0.040
1709849 Drill Core B21C-005 487AL21 0.040
1709850 Drill Core B21C-005 487AL21 0.044
1709851 Drill Core B21C-005 487AL21 0.046
1709852 Drill Core B21C-005 487AL21 0.053
1709853 Drill Core B21C-005 487AL21 0.067
1709854 Drill Core B21C-005 487AL21 0.067
1709855 Drill Core B21C-005 487AL21 0.071
1709856 Drill Core B21C-005 487AL21 0.063
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Certificate of Analysis

Method FA/Grav AA
Analyte Au Au

Units ppm ppm
Sample # Sample Type Reference Job #
1709857 Drill Core B21C-005 487AL21 0.034
1709858 Drill Core B21C-005 487AL21 0.039
1709859 Drill Core B21C-005 487AL21 0.042
1709860 Pulp B21C-005 487AL21 0.871
1709861 Drill Core B21C-005 487AL21 <0.025
1709862 Drill Core B21C-005 487AL21 <0.025
1709863 Drill Core B21C-005 487AL21 0.034
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